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ALTUNMM BROWN 18 AUTURN BROWDN 58 BRIGHT RED 38 BRIGHT RED 3# CHOCOLATE 3#

DARK BUFF 38 DARK BUFF 58 735 BROWN 38 735 BROWM S8 CHOCOLATE S#

Green DARK RED 58 DARK RED 3# JET BLACK 1# JET BLACK 38

MAHOGANY 58 MAHOGANY 38 LIGHT BLUFF &# LIGHT BLUFF 4% JET BLACK S#

MALARI BEACH 1# MALAR BEACH S8 ULTRAMARIMNE 28 MESA BUFF 1# MESA BUFF 38

iR HeERs BRI RUST BROWN 5# RUST BROWN 3# TERRACOTTA 3¢

SANDSTONE 3# SAMDSTOME 1# YELLOWY S# YELLOW 3# TERRACOTTA 5#

Color samples shown here are produced with 94 lbs. of Gray Portland Cement, adding the shown amount of color pigment to each sample. Your results may vary
hased on type of cement used, aggregates and water sources. See directions for use on the hack of this chart for consistent results. This chart is for illustration
purposes only, always make a sample first to check your results. Your actual colors may differ from these printed samples.
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CONCRETE AND MORTAR COLORS

ALTUNMM BROWN 1# ALTUNMMN BROWN 58 BRIGHT RED 1# BRIGHT RED 5& CHOCOLATE 1#

DARK BUFF 1# DARK BUFF 58 735 BROWN S8 735 BROWMN 1# CHOCOLATE S#

Green 5# DARK RED 5# DARK RED 1# JET BLACK 1# JET BLACK 3#

MAHOGANY 58 MAHOGANY 1% LIGHT BLFF 2# LIGHT BLUFF &# JET BLACK 5#

MALARI BEACH 1# MALAR BEACH S8 ULTRAMARIMNE 1# MESES BUFF 1# MESA BUFF 38

L0Z85RERLY TRl RUST BROWN 1# RUST BROWN 5# TERRACOTTA 1#

SANDSTONE S# SAMDSTOME 1# YELLOWY 5# YELLOW 3# TERRACOTTA S5/

Color samples shown here are produced with 94 lbs. of White Cement, adding the shown amount of color pigment to each sample. Your results may vary based
type of cement used, aggregates and water sources. See directions for use on the back of this chart for consistent results. This chart is for illustration purposeso

always make your own sample first to check your results. Your actual colors may differ from these printed samples.



